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Appendix E: All Columns Test Result Curves

Following graphs provide the results obtained from DAQ in each column test session. Figures E1 to E6
show the load versus strain curves for all columns at all available sensor attached to the specimen.
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Figure E1: Column FF-NC-1, all pi-gauges.
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Figure E2: Column CT-NC-1, all pi-gauges.
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Figure E3: Column FF-FAC, all pi-gauges.
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Figure E4: Column CT-FAC, all pi-gauges.
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Figure E5: Column FF-NC-2, all pi-gauges.

fabric-formedconcrete - http://fabric-formedconcrete.com/


http://fabric-formedconcrete.com/lib/exe/detail.php?id=fabformwiki%3Aresearch%3Acanada%3Adelijani%3Aappendix_e&media=fabformwiki:research:canada:delijani:fig_e1-e6:delijani_fig_e4.jpg
http://fabric-formedconcrete.com/lib/exe/detail.php?id=fabformwiki%3Aresearch%3Acanada%3Adelijani%3Aappendix_e&media=fabformwiki:research:canada:delijani:fig_e1-e6:delijani_fig_e4.jpg
http://fabric-formedconcrete.com/lib/exe/detail.php?id=fabformwiki%3Aresearch%3Acanada%3Adelijani%3Aappendix_e&media=fabformwiki:research:canada:delijani:fig_e1-e6:delijani_fig_e5.jpg
http://fabric-formedconcrete.com/lib/exe/detail.php?id=fabformwiki%3Aresearch%3Acanada%3Adelijani%3Aappendix_e&media=fabformwiki:research:canada:delijani:fig_e1-e6:delijani_fig_e5.jpg

Last
update:
2023/10/15
15:32

fabformwiki:research:canada:delijani:appendix_e http://fabric-formedconcrete.com/doku.php?id=fabformwiki:research:canada:delijani:appendix_e

1500

2250 —-

2000

Top North Mid. East Top East | Ter Al

1750

1500 -

Load [kN]
~
=n
=

1000

750

500

250

] 500 1000 1500 2000 2500 30400 3500 4000

Micro Strain

Figure E6: Column CT-NC-2, all pi-gauges.
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